
[H Husky Energy 
Location: 

Mfg: 

Tank Type:. 

f̂ VJ 
Tank Inspection Report 

Date: jzS&stzZL 

Is. . 
Floor Thk: 

_ Year bit: 2-001 

Shell Thk: lV K 

S/N:)^70- ZJ CAP-.JQGe.™ 

Roof Thk: "ty/C 

Requisitioned bv: Qe^-C ^ ^/"js ADProver:3^yV<^. ̂  /\j(>*Js~a~ Approver Code: /^'^ZTL Z 

CC: SAP #: 0? V ^ lo H \ ^-

EXTERNAL INSPECTION: 

ID Item Yes Good N/A 
See 

Notes 

GENERAL 
T l Other (Please Explain) 

T2 Corrosion 

T3 Leaks 
T4 Vibration s< 
T5 Dissimilar Flange Rating y s 

T6 Ladder/Stairway ' \ 
T7 Platform y . | 
T8 Electrical Ground J 
T9 Cathodic Protection y 
TIO Painted Inactive Corrosion - y y 

T i l Coating/Painting 

T12 Level Gauge ^ s 
t 

T13 Bottom • 

T14 Secondary Containment y 
T15 Shell 

T16 Roof y y 
s 

T17 Agitator/ Mixer 

SUPPORTS 

T31 Other (Please Explain) / 
T32 Foundation y 
T33 Anchor Bolts 

T34 Windgirders y 

CONNECTIONS 

T41 Other (Please explain) * 
T42 Small Branches y 
T43 Nozzles / / y 
T44 Pipe Manifolds f 

T45 Swing Lines y 
T46 Manways/Hatches y>< 
T47 Reinforcing Pads y y 
T48 Inadequate Thread Engagement y ' 
T49 Bolting y 
TSO Flanges y y y 
T51 Leak Clamps 

INSULATION 

T61 Other (Please explain) / 
T62 Damage / 
T63 Penetrations / s A T64 Jacket y. 
T65 Banding 

T66 Seals/Joints 
RELIEF DEVICE 

T7t Other (Please explain) y 
T72 Corrosion y 
T73 Leaks y 
T74 Restricted InleUOutlet / 
T75 Manual Operation Lever J 

INTERNAL INSPECTION: 

ID Item Yes Good N/A 
See 

Notes 

GENERAL 
T l Other (Please Explain) s 
T2 Corrosion y 
T3 Erosion y 
T4 Distortion y 
TS Blisters y 
T6 Deposits y 
T7 Welds y y 
T8 Nozzles y s 
T9 Shell y y 

TIO Roof y y; 
T i l Floor y y 

GENERAL 
T21 Other - Firetube y 

T21 Other - Anodes y, 
T22 Annular Ring S< T23 Sump 

T24 Roof Supports y 
T25 Thermowells y y 
T26 Metallic Linings 

T27 Non Metallic Linings y 
T28 Internal Steam Coil / other Piping y 
T29 Level Gauge y 
T30 Other Welded Attachements y V / 
Backwelding Req'd 

ID Notes 

%32 -yS PQtxy-^ j^t^tlR US*s£UL4±. 



Without MFE 2d) 
170-up Syr ( 

.160-169 4 yr 

.150-159 3yr 

.140-149 2yr 

130-139 1 yr 

under 130 

Patch 

under 130 
Replace 

under 130 
Floor 

under 130 

Shell 

[3 Husky Energy 
S/N: /JrfTOzil 

Location: l O o / / f t - Z,~4P>'ZuS&t* 

With MFE 

.140-.ISO Syr 

.130-.139 4 yr 

.120-129 3yr 

.110-119 2yr 

.100-109 l y r 

under .100 

Patch 

under .100 
Replace 

under .100 
Floor 

under .100 

Shell 

2Hy 

Comments: 

Inspection Interval Based 
on Assumption that 
Recommendations 
were Completed 

inspected 

Husky inspector:-?^ ^ / t s J ^ / . 

Date: / - Q 
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